Intertek

Test Report Number: SHAHO00377879
Applicant: XINDAO(SHANGHAI) CO.,LTD Date: APR 30, 2013

15 FLOOR, LZY BUILDING NO. 4711,
JIAOTONG ROAD, PUTUO AREA
Attn: KEVIN ZHOU

Sample Description:
One(1) piece of submitted sample said to be : Emergency Light With Hammer.

Item Name . Emergency Light With Hammer.
Item No. . P239.212.
Goods Exported To . Europe.

Tests Conducted:
As requested by the applicant, for details refer to attached page(s).

CONCLUSION:
Tested sample Standard Result
Tested component of submitted sample Phthalates content requirement in Annex XVIl items 51 ~ See comment
& 52 of the REACH regulation (EC) NO. 1907/2006 &
Amendment NO.552/2009
Comment:

The testing scope of the standard was not applicable to the submitted samples. However, the test results of tested
components did not exceed the limits of the standard.
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To Be Continued

Authorized By:
For Intertek Testing Services Ltd., Shanghai

Jacob Lin
General Manager
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Intertek

Test Report

Tests Conducted

Phthalate content test

With reference to EN 14372, by Gas Chromatography-Mass Spectrometry (GC-MS) analysis.

Tested compound

(1)
Di-butyl phthalate (DBP) ND
Di(2-ethyl hexyl) phthalate(DEHP) ND
Benzyl butyl phthalate (BBP) ND
Sum of three phthalates ND
Di-iso-nonyl phthalate (DINP) ND
Di-n-octyl phthalate (DNOP) ND
Di-iso-decyl phthalate (DIDP) ND
Sum of three phthalates ND

)
ND
ND
ND
ND
ND
ND
ND
ND

Number: SHAHO00377879

Result (%,w/w)

©)
ND
ND
ND
ND
ND
ND
ND
ND

Limit(%,w/w)
(MAX.)

0.1

Remark: The above limit was quoted according to Annex XVII items 51 & 52 of the REACH regulation (EC)
NO.1907/2006 & Amendment NO.552/2009 for phthalate content in toys and children care articles.

Detection limit = 0.01%(w/w)
ND = Not detected

Tested components:

(1) Black plastic(knob).

(2) Grey plastic(body).

(3) Transparent plastic(body).

Date sample received: Apr.24, 2013
Testing period: Apr.24, 2013 to Apr.29, 2013

Picture of sample

xxxxxxxxxxxx

*

End Of Report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular
course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise,

except in the event of our gross negligence or wilful misconduct.
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