
Attestation of Conformity 

Holder of Certificate: Xindao B.V. 

P.O. Box 3082, 2280 GB,  
Rijswijk, The Netherlands 

Product:  Everest headlight silver 

Model(s):  P518.02 

Country of Origin: China 

Tested according to: EN 62321:2009 

The product was tested according to the European Directive 2011/65/EU concerning 
RoHS. 
 
Pb, Hg, Cd, Cr(VI), PBBs and PBDEs could not be detected over the limit defined by 
the European Directive 2011/65/EU. 
 
This Attestation of Conformity confirms the compliance with the listed 
requirements on a voluntary basis. It refers only to the sample submitted and 
does not certify the quality or safety of the serial products. See also notes 
overleaf. 
 
Conclusion: With regard to the data of tested components, the requirements of 
Directive 2011/65/EU(RoHS) are complied. 
 
 
 
 
 
 
 
 
Date, 2016-02-04 (Kevin Zhou) 

 

 After preparation of the necessary technical documentation as well as the 
EU declaration of conformity the required CE marking can be affixed on 
the product. 
Other relevant directives have to be observed. 

 

Note: Detailed measurement result per component can be made available upon request. 
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Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:56:39 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.00105 ND 0.00 1000 Pass

Br(ppm) 0.15390 65.27 1.07 1000 Pass

Cd(ppm) 0.00136 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00000 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,pcb

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:33:45 WorkCurve PVC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.00000 ND 0.00 1000 Pass

Br(ppm) 0.00000 ND 0.00 1000 Pass

Cd(ppm) 0.01134 2.72 0.27 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.01993 59.67 10.55 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,resister

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:38:54 WorkCurve BRASS-ZINC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00045 76.55 6.09 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00000 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,resister_pin

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:17:35 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00053 91.77 5.49 1000 Pass

Cd(ppm) 0.00220 14.49 3.62 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00000 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,screw

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:29:14 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.01305 3.37 0.14 1000 Pass

Br(ppm) 1.18989 548.17 3.15 1000 Pass

Cd(ppm) 0.00367 2.80 0.09 100 Pass

Hg(ppm) 0.00013 ND 0.13 1000 Pass

Pb(ppm) 0.00634 7.33 0.30 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,semi_circle_plastic

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:48:21 WorkCurve BRASS-ZINC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00040 67.83 3.90 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00000 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,small_led

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:43:32 WorkCurve BRASS-ZINC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00001 ND 0.00 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00000 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,small_led_pin

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:52:33 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00057 98.88 7.50 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00092 2.27 0.61 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,small_spring

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:00:51 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.00212 ND 0.03 1000 Pass

Br(ppm) 0.00213 ND 0.00 1000 Pass

Cd(ppm) 0.00411 3.39 0.17 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00124 ND 0.11 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,tape

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 29(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:28:11 WorkCurve SOLDER

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00113 15.22 1.46 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00376 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,welding_on_black_box

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 29(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:33:56 WorkCurve SOLDER

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00325 485.80 29.08 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.07744 529.95 13.98 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,welding_on_pcb

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:02:19 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00097 171.57 7.83 1000 Pass

Cd(ppm) 0.00026 ND 0.18 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00044 ND 0.14 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,battery_box_metal_sheet

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:13:23 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00287 519.98 34.21 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00255 ND 0.00 1000 Pass

Pb(ppm) 0.00141 123.02 23.67 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,battery_box_spring

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:09:03 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.01389 3.61 0.11 1000 Pass

Br(ppm) 1.86432 864.29 3.16 1000 Pass

Cd(ppm) 0.00372 2.86 0.06 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.01087 12.71 0.35 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,black_plastic

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:05:00 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.00186 ND 0.02 1000 Pass

Br(ppm) 0.05322 21.87 0.62 1000 Pass

Cd(ppm) 0.00548 5.22 0.15 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00013 ND 0.00 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,black_rubber

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:15:50 WorkCurve PE

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

As(ppm) 0.92423 258.55 0.47 1000 Pass

Br(ppm) 0.00000 ND 0.00 1000 Pass

Cd(ppm) 0.00090 ND 0.00 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 1.17755 4203.92 7.13 1000 Fail

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,led

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:11:22 WorkCurve BRASS-ZINC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00189 340.30 33.21 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00069 ND 0.00 1000 Pass

Pb(ppm) 0.00163 269.10 95.14 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,led_pin

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:24:53 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00202 364.08 18.56 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00065 ND 0.00 1000 Pass

Pb(ppm) 0.00021 ND 0.10 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,long_screw

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:07:03 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00111 197.55 10.75 1000 Pass

Cd(ppm) 0.00119 7.72 0.46 100 Pass

Hg(ppm) 0.00065 ND 0.00 1000 Pass

Pb(ppm) 0.00008 ND 0.02 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,metal_cap

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 14:57:31 WorkCurve BRASS-ZINC

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00136 243.08 17.87 1000 Pass

Cd(ppm) 0.00170 22.13 2.46 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00212 351.77 50.25 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,metal_sheet_on_black_box

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 16:22:29 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00286 517.52 35.71 1000 Pass

Cd(ppm) 0.00000 ND 0.00 100 Pass

Hg(ppm) 0.00143 ND 0.00 1000 Pass

Pb(ppm) 0.00048 ND 0.24 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,metal_sheet_on_pcb

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)



Sample Name

Test Time 200(s) Voltage 45(KV)

Operator User Current 600(μA)

Test Date 2016-1-25 15:20:40 WorkCurve Fe

Mode Supplier

Element Intensity Content(ppm) Error(ppm) Limits Results

Cr(ppm) 0.00163 292.86 17.92 1000 Pass

Cd(ppm) 0.00100 6.46 1.38 100 Pass

Hg(ppm) 0.00000 ND 0.00 1000 Pass

Pb(ppm) 0.00071 ND 0.53 1000 Pass

Spectrum

The content of "Cr" or "Br" is the total amount of this element.The reading data does not represent.

Address: 15th floor, LZY Tower, No.4711, Jiao Tong Rd., Shanghai, P.R. China  Zip code： 200331

Tel： 021-51093622      Fax：  021-51093699

E-Mail:kevin.zsz@xindao.com

WebSite：：  http://www.xindao.com

ROHS RXF Report 

P518.02_Everest headlight 

P518.02,Everest_headlight,nut

Note: ND means Concentration≤2ppm

XRF tests on surface only.

Quality Environment Social (QES)
Product Compliance

(Version 2.0 January 2016)




