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XINDAO(SHANGHAI)CO.,LTD .

15TH FLOOR,LZY TOWER,NO.4711 JIAO TONG ROAD

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : EON 2 STEP 

CORKSCREW.

SGS Job No. : SHHG1307024057CW - SH .

Style No. :. P911.80*.

Country of Destination : . EUROPE.

Date of Sample Received : . 02 Jul 2013.

Testing Period : . 02 Jul 2013 - 09 Jul 2013 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Extractable heavy metal specified in LFGB, Section 30 .. PASS.

Signed for and on behalf of 

SGS-CSTC Ltd. .

. .
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This document cannot be used for publicity, without 

prior written approval of the SGS.

Approved Signatory .

Serena Wang.



Test Report. No. SHAHG1312819102  Date: 11 Jul 2013 . Page 2 of 3.

Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. SHA13-128191.001 Silvery metal corkscrew .

Extractable heavy metal specified in LFGB, Section 30.

Test Requested : . In accordance with German Food, Articles of Daily Use and Feed Code of September 1, 2005 

(LFGB), Section 30 with amendments.

For material: Metal or metallic coating-Extractable heavy metals .

Test Method : . With reference to EN13130-1:2004, followed by analysis using ICP-MS. .

Sample 001.

Simulant Used : . 50% Ethanol (V/V) aqueous solution ..

Test Condition : . 20.0.℃  0.5.hr(s).

MDLTest Item(s). Max. Permissible 

Limit.

Unit. Test result.

ND.0.05.mg/kg.1.Extractable chromium .

ND.0.05.mg/kg.0.07.Extractable nickel .

ND.0.01.mg/kg.0.02.Extractable lead .

ND.0.002.mg/kg.0.002.Extractable cadmium .

ND.0.1.mg/kg.5.Extractable copper .

ND.0.01.mg/kg.0.05.Extractable cobalt .

0.2.0.2.mg/kg.2.Extractable aluminium .

ND.0.25.mg/kg.0.6.Extractable manganese .

Notes :

(1) mg/kg = milligram per kilogram 

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL )

(4) Test condition & simulant were specified by client. .
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Sample photo: .

SHAHG1312819102

SHA13-128191.001 .

SHAHG1312819102

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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