THIS DOCUMENT WAS REDACTED WITH THE PRODUCTIP REDACTION TOOL ON 2018-11-23. AT THE TIME OF GENERATING THE DOCUMENT THE ORIGINAL DOCUMENT WAS AVAILABLE ALSO. THE ORIGINAL CAN ONLY BE MADE AVAILABLE BY THE DOCUMENT OWNER.

@ @ BV Sharp Query URLS:
\ \ Standard http://www.sst-test.com
Testing Security Code:8866648825

TEST REPORT

No0.:.SST18007779-1 Date.:2018-11-21 Page 1 of 3

Applicant:

Address:

Report on the submitted sample said to be:
Material description: P773.871

Style/ Model No.: N/A P/O No./ Lot No. : N/A
Order No.: N/A Material : N/A
Color: N/A Test RequestAge :  N/A
Manufactory : N/A Buyer : N/A
Country of Origin :  N/A Country of Export:  N/A

Sample received date: November 14,2018

Sample test period : From November 14,2018 to November 21,2018

SUMMARY OF TEST RESULT(S)

Test Item(s) Conclusion Remark
Short-chain chlorinated paraffins-SCCP(C10-C13) PASS --

i EOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S)******

Signatories:

e

John Yue
Lab Manager
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Result:
Short-chain chlorinated paraffins-SCCP(C10-C13)
Test Method: SO 18219-2015 ,Analysis was performed by Gas Chromatograph Mass Spectrometer(GC-MS).

Client's limit <1000mg/kg |

Specimen No. Resultfmg/kg] Conclusion

001 ND PASS

002 ND PASS

003 ND PASS
004+005+006 125 PASS
007+008+009 ND PASS

Note:

ND = Not detected(<DL)

mg/kg = milligram(s) per kilogram

Detection Limit (mg/kg) : 100

This report is to supersede the report No.SST18007779 (Date: November 17,2018).

Specimen Description:

001: Black fabric-shell

002: Black soft plastic with dark grey fabric backing-note book shell
003: Black soft plastic with grey fabric backing-lining

004: Black soft plastic — plug

005: Black soft plastic —shell

006: White soft plastic - plug

007: Black soft plastic- wire

008: Grey soft plastic —plug

009: Red soft plastic- wire
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Photograph of Sample

007779

*** End of Report ***
The test report is considered invalidated without both signature and specialized stamp, The result(s) shown in
this test report refer only to the sample(s) tested. Without written approval of SST, this test report shall not be
copied except in full .Detailed description are available at the website http://www.sst-test.com.
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