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Applicant:
Address:

Report on the submitted samples said to be:

Sample Name : AUS CABLE

Sample Receiving Date : Dec.05, 2018

Testing Period : Dec.05, 2018 to Dec.11, 2018

Test site 6/F.,Building 2,No.1-4, ChaxiSanwei Technical Industrial Park, Gushu, Xixiang,
Baoan District, Shenzhen, Guangdong, China

Test Requested: . Please refer to next page(s).

Test Method :  Please refer to next page(s).

Test Result :  Please refer to next page(s).
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Test Requested: Conclusion
As specified by client, refer to EU Regulation (EC) No 1907/2006 (REACH), to determine the
SCCP content in the submitted sample.

The concentrations of tested SVHC are <0.1%(W/W) in the submitted sample. Pass
Test Result(s) of SCCP
Unit: mg/kg
Result(s)
Test Meth
Test Item(s) % . ethod/ MDL Limit
Equipment 1-1 1-2
Refer to
EPA 3540C:1996
SCCP EPA 8270D:2014 100 N.D. N.D. 1000
GC-MS
Conclusion / / Pass Pass /

Note: 1.MDL =Method Detection Limit
2.N.D.=Not Detected(less than method detection limit)
3. As specified by client, only test the designated sample.

Sample Description

1-1 Black handle

1-2 Black wire jacket
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Test Flow Chart
Cutting/Preparation »| Weigh Sample » Sample solvent extraction > Concentration/ Dilution
of Extracted solution
DATA < GC-MS < Filtration <
The photo of the sample
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AGC authenticate the photo on original report only
**% End of Report™**
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