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Applicant :

Address :

The submitted sample and sample information was/were submitted and identified by/on the behalf
of the client
Sample name : 2500mAh Power bank with micro USB cable

Type /model : S25

Manufacturer :

Address :

Sample received date : Dec. 11, 2018

Testing period : Dec. 11, 2018 - Dec. 14, 2018

Test requested : As specified by client, to test Alkanes, C10-13, chloro (Short Chain
Chlorinated Paraffins) in the submitted sample.

Test Method:

Tested Item(s) Test Method
Measured

Equipment(s)
Alkanes, C10-13, chloro (Short
Chain Chlorinated Paraffins)

ISO 18219:2015(E) GC-MS

*****For more detailed information, please refer to the next page*****

Tested by Approved by
Weicheng Zhang Chaobiao Zhang
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Tested Sample/Part Description:

1 White plastic outside shell mixed
2 White wire jacket and white plastic mixed
3 Gray wire jacket and gray plastic mixed

Test Result(s):

Tested Item(s)

Result
Unit (mg/kg) MDL

Unit (mg/kg)

Limit of (EU) No
519/2012

Unit (mg/kg)1 2 3

Alkanes, C10-13, chloro (Short
Chain Chlorinated Paraffins)

N.D. N.D. N.D. 100 Prohibition

Note:
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million

Test Process:
◆ ISO 18219:2015(E)

SCCP
Weigh sample and
place it in a thimble

Extracted with
organic solvent

Concentrate the
extract

Make up with
organic solvent

Transfer the extract
into a volumetric

flask

Analyzed
by GC-MS



Test Report
No. BCTC-FYC18125342R Date: Dec. 14, 2018 Page 3 of 4

Photograph of Sample

Fig. 1

Fig. 2
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Fig. 3

*********************************** End of Report ***********************************
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