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TAIZHOU HUANGYAN HUAYU TOY CO.,LTD .

JIN QI ROAD WESTERN INDUSTRIAL ZONE ,HUANGYAN,TAIZHOU,ZHEJIANG,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : 7 IN 1 GAME .

SGS Job No. : SHT201004952 - SH .

Age Labelling : . 3+.

Item No. :. HU2204.

PO No. :. 10HUYU01.

Manufacturer : . TAIZHOU HUANGYAN HUAYU TOY CO.,LTD .

Buyer :. LGR ASIA LTD.

Supplier :. TAIZHOU HUANGYAN HUAYU TOY CO.,LTD .

Country of Origin : . CHINA.

Country of Destination : . FRANCE.

Date of Sample Received : . 07 Apr 2010.

Testing Period : . 07 Apr 2010 - 13 Apr 2010 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Conclusion :. When tested as specified, the submitted samples comply with the Cadmium 

Requirement of Entry 23 of Regulation (EC) No 552/2009 amending Annex XVII of 

REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 

91/338/EC)..

..Lab Manager.
Hao Jinyu, Sandy .

Signed for and on behalf of 

SGS-CSTC Ltd. .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. Nature wood with brown coating（box）.SHA10-038407.001

2. Dark brown fabric （bottom of box）.SHA10-038407.002

3. Nature wood with transparent coating （cover）.SHA10-038407.003

4. Nature wood with dark brown coating （cover）.SHA10-038407.004

5. Nature wood with red brown coating （cover）.SHA10-038407.005

6. Brown leather （box）.SHA10-038407.006

7. Black plastic box.SHA10-038407.007

8. Grey paper （inner box）.SHA10-038407.008

9. Transparent plastic sheet（inner wood box）.SHA10-038407.009

10. Yellow plastic with black coating .SHA10-038407.010

11. Black plastic with white coating （dice）.SHA10-038407.011

12. Light yellow plastic with green coating （dice）.SHA10-038407.012

13. Light yellow plastic with blue coating （dice）.SHA10-038407.013

14. Light yellow plastic with red coating （dice）.SHA10-038407.014

15. Light yellow plastic with black coating （dice）.SHA10-038407.015

16. Dark red felt （bottom of chess）.SHA10-038407.016

17. Colorful paper （cards）.SHA10-038407.017

18. Colorful paper box（cards）.SHA10-038407.018

Remarks :

                 (1) 1 mg/kg = 1 ppm = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

Entry 23 of Regulation (EC) No 552/2009 amending Annex XVII of REACH Regulation (EC) No 1907/2006 

(previously restricted under Directive 91/338/EC).

Test Method : .With reference to EN 1122: 2001, Method B, analysis was performed by ICP-OES. .

MDLTest Item(s). Unit.Limit.

100 mg/kg.

001. 002. 003.

2 ND ND NDCadmium (Cd) .

MDLTest Item(s). Unit.Limit.

100 mg/kg.

004. 005. 006.

2 ND ND NDCadmium (Cd) .
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MDLTest Item(s). Unit.Limit.

100 mg/kg.

007. 008. 009.

2 4 ND NDCadmium (Cd) .

MDLTest Item(s). Unit.Limit.

100 mg/kg.

010. 011. 012.

2 ND ND NDCadmium (Cd) .

MDLTest Item(s). Unit.Limit.

100 mg/kg.

013. 014. 015.

2 ND ND NDCadmium (Cd) .

MDLTest Item(s). Unit.Limit.

100 mg/kg.

016. 017. 018.

2 ND ND NDCadmium (Cd) .
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Sample photo: .

SHATY1003840701

SHA10-038407.001 .

SHATY1003840701

SHA10-038407.002 .
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SHATY1003840701

SHA10-038407.003 .

SHATY1003840701

SHA10-038407.004 .
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SHATY1003840701

SHA10-038407.005 .

SHATY1003840701

SHA10-038407.006 .

0000070628



Test Report. No. SHATY1003840701  Date: 13 Apr 2010 . Page 7 of 12.

   

SHATY1003840701

SHA10-038407.007 .

SHATY1003840701

SHA10-038407.008 .
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SHATY1003840701

SHA10-038407.009 .

SHATY1003840701

SHA10-038407.010 .
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SHATY1003840701

SHA10-038407.011 .

SHATY1003840701

SHA10-038407.012 .
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SHATY1003840701

SHA10-038407.013 .

SHATY1003840701

SHA10-038407.014 .
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SHATY1003840701

SHA10-038407.015 .

SHATY1003840701

SHA10-038407.016 .
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SHATY1003840701

SHA10-038407.017 .

SHATY1003840701

SHA10-038407.018 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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